Section Il
Soil and Site Information

Construction Materials Table 1
Edmunds County, South Dakota

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

[ ]
Map symbol Pct.| Potent!al source of | Potential source of

and soll name | of | gravel | sand
map |
unit| |
|
| Rating class [Value] Rating class [Value
| | | |
[ I I I
Ba: | ]
Bearden————————————- 85 Poor | Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
Bc: |
Bowbells———————————— | 50 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iayer 0.00 | Thickest layer ]0.00
Cresbard———————————— 30 Poor |Poor
Bottom ayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BoA: (|
Bowdle |Fair |
Thlckest Iayer 0 00| Thickest layer ]0.00
Bottom Iayer 0.00 | Bottom layer ]0.21
I
BoB: (|
Bowdle |Fair |
Thlckest Iayer 0 00| Thickest layer ]0.00
Bottom Iayer 0.00 | Bottom layer ]0.21
I
BrA: | |
Bryant—————————————- | 79 Poor |  [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BrB: | |
Bryant—————————————- | 82 Poor |  [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BrC: | |
Bryant—————————————- | 85 Poor |  [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BVA: | |
Bryant—————————————- | 80 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BxB: | |
Bryant—————————————- | 55 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Grassna————————————— | 25 |Poor | |Poor
Bottom layer  |0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 | Thickest layer |0.00
I I
Dv: |1 I I
Divide | 90 |Fa|r | |Poor |
Thickest layer 00 Bottom layer  |0.00
Bottom layer |0.20 | Thickest layer |0.00
I I
EdE: | |
Edgeley———————————— 80 Poor |  |Poor
Bottom ayer 0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 Thlclkest layer [0.00
GP: |
Orthents, Gravelly—-|100 |Fair | |Fair |
Thickest layer |0.01 | Thickest layer [0.00
Bottom layer  |0.05 | Bottom layer |0.27
[ I
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Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
G
&G assna———————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
He:
Hei | 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LeA:
Lehr 80 |Fair Fair
Thi ckest | ayer 0.24 Thi ckest | ayer 0.51
Bottom | ayer 0.24 Bottom | ayer 0.91
LeB:
Lehr 80 |Fair Fair
Thi ckest | ayer 0.24 Thi ckest | ayer 0.51
Bottom | ayer 0.24 Bottom | ayer 0.91
LhB:
Lehr 50 |Fair Fair
Thi ckest | ayer 0.24 Thi ckest | ayer 0.51
Bottom | ayer 0.24 Bottom | ayer 0.91
Bowdl e—————————————- 30 | Poor Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0.21
Lt:
Let cher -——————————— 90 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 08
Thi ckest | ayer 0. 00 Bottom | ayer 0. 09
Lv:
La Prairie-—————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ransl o————————————- 44 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W
M scel | aneous Water—| 100 | Not rated Not rated
Par nel | ———————————— 95 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MIA:
Mondam n——————————— 82 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
MiB:
Mondami n———————————-— 80 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00
vh:
Mondami n———————————-— 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00
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Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Hei | 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ni obel | ———————————— 42 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M randa-———————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NpB:
Ni obel | ~———————————— 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Noonan—-—--—-————————-— 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ot hent s, Loamy—————- 80 [ Not rated Not rated
Pa:
Par nel | ~———————————— 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rh:
Ransl o—————————————- 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Harri et ———————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rn:
Regan 82 | Poor CGood
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00
Sp:
Spot t swood—————————- 85 |Fair Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 20 Bottom | ayer 0.91
TaB:
Tally 85 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 08
Thi ckest | ayer 0. 00 Bottom | ayer 0. 67
ThB:
Tenvi K—————————————- 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bryant -————————————— 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
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Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
TgB:
Tenmvi k————————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
&G assna———————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
TgC:
Tenmvi kK————————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
&G assna———————————— 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Tn:
Tonka 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ni shon———-—————————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
vdC:
Vi da 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
wWC:
Vi da 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
WIllianmg————————— 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
VzE:
Vi da 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Zahi | | ~———————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W
Wt er 100 | Not rated Not rated
WaD:
Wabek 90 [Fair Poor
Thi ckest | ayer 0. 00 Bottom | ayer 0. 00
Bottom | ayer 0. 27 Thi ckest [ ayer 0. 00
W C:
Bowdl e-———————————— 35 | Poor Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.00
Bottom | ayer 0. 00 Bottom | ayer 0.21
Vabek 35 |Fair. Poor
Thi ckest | ayer 0.00 Bottom | ayer 0.00
Bottom | ayer 0. 27 Thi ckest [ ayer 0.00
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Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
WhB:
WIllianmg—————————- 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bowbel | s———————————- 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
WhC:
WIllianmg——————————- 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bowbel | s———————————- 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W A
WIlianmg—————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bowbel | s———————————- 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ni shon———-—————————- 15 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W B:
WIlianmg——————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bowbel | s———————————- 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W C.
WIlianmg—————————- 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bowbel | s——————————— 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00







